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NOTES:

1. SHALL CONFORM WITH THE TOWN OF COLLIERVILLE STANDARD CONSTRUCTION
SPECIFICATIONS, SECTION 02513 AND SECTION 02516.

2. MINIMUM OF 10% CEMENT BY VOLUME. MIX DESIGN TO BE PROVIDED TO THE TOWN.
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